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DECNO GROUP LIMITED .

LONGQUAN ROAD, ZHANGQIU, JINAN, SHANDONG, CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : SPC FLOOR .

SGS Job No. : SHHL2004512478FL - SH .

Date of Sample Received : . 22 Apr 2020.

22 Apr 2020 - 27 Apr 2020 .Testing Period : .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

CPSIA section 101(a)(2) - Lead in accessible substrate materials . PASS.

Cadmium requirements for children’s jewelry in compliance with various USA 

requirement- Total Cadmium in accessible substrate materials .

See Results.

Lucia Liu.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA20-063333.001 Grey plastic (floor surface) .

SN2. SHA20-063333.002 Beige plastic (floor back) .

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

CPSIA section 101(a)(2) - Lead in accessible substrate materials.

Test Method : . CPSC Test Method: CPSC-CH-E1002-08.3 ‘Standard Operation Procedure for Determining 

Total Lead (Pb) in Non-Metal Children Product’ .

001. 002.

Lead (Pb). 0.01 %. 0.002 ND ND

Conclusion. PASS PASS

MDLTest Item(s). Limit. Unit.

Notes :.

Limit applies to a children’s product manufactured after 14 August 2011 (Public Law 112-28 (HR 2715, 

112th Congress) amending CPSIA) .

Cadmium requirements for children’s jewelry in compliance with various USA requirement- Total Cadmium in 

accessible substrate materials.

Test Method : . with reference to CPSC-CH-E1002-08.3 .

001. 002.

Cadmium(Cd). 0.0075 %. 0.0005 ND ND

MDLTest Item(s). Limit. Unit.

Notes :.

Permissible Limit is quoted from US Connecticut Public Act 10-113 (Effective Date: July 1, 2014) .



Test Report. No. SHAHG2006333301  Date: 27 Apr 2020 . Page 3 of 3.

Sample photo: .

SHAHG2006333301

.

SHAHG2006333301

.

SGS authenticate the photo on original report only .

*** End of Report *** .



SGS international authoritative standard inspection 

organization 

SGS certification means a compliance certification 

conducted by SGS to targets based on standard, reg-

ulations, customer requirements, etc. Inspection, de-

tection, authentication, certification, etc. must be con-

ducted before relevant certification.

SGS Test

Email：sales@decnoflooring.com
Web：www.decnofloorings.com

Tel：+86-400-110-0010

Whatsapp/Wechat:+8617736066787


